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I N S PI R E LV T I N TE AL AN D E N GAG E T I L E I N E XPERI EN C E TE ALPrepped concrete slab.

 1. Test
Perform moisture testing in your 
space for RH, MVER and pH.

 2. Apply
Based on the moisture test results, clean your surface and 
apply the appropriate Shaw moisture barrier according 
to the moisture decision tree (on following page).

 3. Install
Install Shaw Contract flooring products  
using Shaw 4151 adhesive according  
to appropriate installation instructions. 

 4. Register
Provide testing results, register your  
project with Shaw Technical Services and 
receive your moisture warranty.

Managing Moisture from the Ground Up

Shaw Contract has developed a comprehensive 
moisture system that allows us to work with you to 
address your specific needs from basic to extreme 
conditions. Our moisture treatment solutions 

are backed with a 10 Year Commercial Limited 
Warranty and it all starts with testing. Shaw is the 
only manufacturer to warrant a moisture treatment 
system from the subfloor to finished product.

1 Provider, 1 System, 1 Warranty

All steps must be performed by a Shaw Contract trained and approved flooring contractor  
and approved by a Shaw representative in order to receive our 10-year Moisture Warranty. 
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MVER – Moisture Vapor Emission Rate, measured by the Calcium Chloride Test
† Must use a Shaw approved/trained contractor.
* For use with non-patterned broadloom only.

Install† 
Shaw flooring using 
Shaw 4151 Adhesive 

for LVT, Sheet Vinyl, Carpet 
Tile & Broadloom*

Install† 
Shaw flooring using 
Shaw 4151 Adhesive 
for LVT, Sheet Vinyl, 

Carpet Tile & Broadloom*

Install† 
Shaw flooring using 
Shaw 4151 Adhesive 
for LVT, Sheet Vinyl, 

Carpet Tile & Broadloom*

Apply 
Surface Prep EXT™

Apply 
Surface Prep EXT™

Apply 
Surface Prep EXT™

Apply  
MoistureShield™

Apply MRP

Apply  
MoistureTek™

Apply  
MoistureShield™

Install† 
Shaw flooring using 
Shaw 4151 Adhesive  
for LVT, Sheet Vinyl, 

Carpet Tile & Broadloom*

Perform Moisture Testing
by an entity certified by a third 

party in moisture testing
RH • MVER • pH

<99% RH
≤10 MVER

<11 pH

≤100% RH
≤12 MVER

≤12 pH

≤100% RH
<25 MVER

≤14 pH

≤100% RH
<17 MVER

≤14 pHTE ST
R E S U LT S

TE ST
R E S U LT S

TE ST
R E S U LT S

As needed for a
smooth surface, apply 

Shaw approved patch/
skim coat and/or Shaw 

QuikFill to fill in any saw 
cuts, joints and fine cracks 

As needed for a
smooth surface, apply 

Shaw approved patch/
skim coat 

As needed for a
smooth surface, apply 

Shaw approved patch/
skim coat

Apply Shaw QuikFill 
to fill in any saw cuts, 
joints and fine cracks 

Apply Shaw QuikFill 
to fill in any saw cuts, 
joints and fine cracks 

Apply Shaw QuikFill 
to fill in any saw cuts, 
joints and fine cracks 

As needed for a 
smooth surface, apply 

Shaw approved patch/
skim coat

Shaw Contract offers a moisture system that can handle almost all moisture situations, from the most basic 
problem to the most serious. Meet your moisture risk management solution. It all starts with the proper  
moisture testing. 

Select Your Moisture Level
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